Tokens tested by Van Brook 



Passed Tokens



CT-01 Group:
CT-01, CT-06, CT-10, CT-16


CT-38 Group:
CT-38, CT-39, CT-40, CT-41, CT-42, CT-46


CT-60 Group:
CT-60, CT-62, CT-64, CT-66, CT-68, CT-69


CT-91 Group:
CT-91, CT-92, CT-93, CT-94, CT-96


CT-101 Group:
CT-102, CT-103, CT-105


CT-121 Group:
CT-121, CT-122, CT-124, CT-126


Failed Tokens 



CT-04, CT-08, CT-101, CT-104, CT-106, CT-123, CT-125



Untested Tokens



CT-95



  The following list has each of the token types with their description and the results. If

 a token is listed as plated it will have a Electro-nickel plating and a silver color.

Token
Outside
Inside
Results

CT-01
Silver
Gold
Pass

CT-04
Silver
Silver
Fail

CT-06
Gold
Silver
Pass

CT-08
Gold
Silver
Fail

CT-10
Silver
Gold
Pass

CT-16
Plated
Plated
Pass

CT-38
Gold
Silver
Pass

CT-39
Silver
Gold
Pass

CT-40
Gold
Silver
Pass

CT-41
Silver
Silver
Pass

CT-42
Silver
Gold
Pass

CT-46
Plated 
Plated
Pass

CT-38
Gold
Silver
Pass

CT-39
Silver
Gold
Pass

CT-40
Gold
Silver
Pass

CT-41
Silver
Silver
Pass

CT-42
Silver
Gold
Pass

CT-46
Plated 
Plated
Pass

CT-60
Silver
Silver
Pass

CT-62
Gold
Silver
Pass

CT-64
Silver
Gold
Pass

CT-66
Gold
Silver
Pass

CT-68
Silver
Gold
Pass

CT-69
Plated
Plated
Pass

CT-91
Silver 
Silver
Pass

CT-92
Silver
Gold
Pass

CT-93
Gold
Silver
Pass

CT-94
Gold
Silver
Pass

CT-95
Silver
Gold
(none)

CT-96 
Plated
Plated
Pass

CT-101
Gold
Silver
Fail

CT-102
Silver
Gold
Pass

CT-103
Gold
Silver
Pass

CT-104
Silver
Silver
Fail

CT-105
Silver
Gold
Pass

CT-106
Plated
Plated
Fail

CT-121
Silver
Gold
Pass

CT-122
Gold
Silver
Pass

CT-123
Silver
Silver
Fail

CT-124
Silver
Gold
Pass

CT-125
Gold
Silver
Fail

CT-126
Plated
Plated
Pass

